








MATERIAL (Steel) CHEMICAL 
COMPOSITION  

MECHANICAL
CHARACTERISTICS

ARTICLE TYPE QUALITY 
GRADE

STEEL REF. 
STANDARD

%C
Max

%Si
Max

Yeld 
Strength

(Mpa)
Batch Hot-dip 
galvanized * S235JR EN 10025-2 0.19 235 min 360-510 19

Pre-Galvanized ** DX51D+Z275 EN 10346 0.18 140 min 270-500 22

Weathering Steel S300J0W -- 0.07 0.25 0.40 300 min 400 min 19 

COAT. REF.
STANDARD

EN 1461

EN 10346 

--

0.50

-- --

--

--

1.50

1.20

%Mn
Max

%Cu
Max

Tensile 
Strength

(Mpa)

Elongation
A80%

Min

* galvanized after forming    ** formed from continuously Hot-dip galvanized steel strip





65 mm

40
 m

m
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CHEMICAL MECHANICAL





14 m m

External Diameter: 14 mm
Height: from 1000mm to 1800mm
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